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Figure S1. DMA curves for storage modulus of developed polymer monoliths synthesized from bio-polyol acetoacetates and TMPTA
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[bookmark: _GoBack]Figure S2. DMA curves for loss modulus of developed polymer monoliths synthesized from bio-polyol acetoacetates and TMPTA
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