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SEM-EDX analysis

1. SBA-15
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Figure S1. SEM-EDX analysis of SBA-15.
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Figure S2. SEM-EDX analysis (elemental compositions) of SBA-15.
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2. 0.8-CaO-MgO/SBA-15
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[bookmark: _Hlk110461143]Figure S3. SEM-EDX analysis of 0.8-CaO-MgO/SBA-15 catalyst.
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Figure S4. SEM-EDX analysis (elemental compositions) of 0.8-CaO-MgO/SBA-15 catalyst.




3. 0.3-CaO-MgO/SBA-15
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Figure S5. SEM-EDX analysis of 0.3-CaO-MgO/SBA-15 catalyst.
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Figure S6. SEM-EDX analysis (elemental compositions) of 0.3-CaO-MgO/SBA-15 catalyst.
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