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Fig. S1. Wetting angle of CNC, ACNC, and MACNC with a water and resin droplet.
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Fig. S2. FTIR spectra of C=O group with dashed lined for theoretical spectra obtained with Lambert-Beer’s equation
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Fig. S3. FTIR spectra of printed and resin samples. 
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