SUPPLEMENTARY DATA:

Thermogravimetric analysis

Sample: S10
Isotherm at 600 °C for 120 min
Heating rate 10 °C/min

[image: A graph of a loss

Description automatically generated with medium confidence]

Data is available in a .txt file under request.



















Thermogravimetric analysis

Sample: virgin CF (dry fibers with universal sizing)
Isotherm at 600 °C for 120 min
Heating rate 10 °C/min

[image: A graph with numbers and a line

Description automatically generated]

Data is available in a .txt file under request.





















Raman Spectra
Excitation laser: 532 nm (green)

Sample: S07
[image: ]

Sample: S10
[image: A graph of a red and blue wave
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Sample: S11
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Sample: S14
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